
INVESTIGATIONS OF THE PHOTOELECTRET AND 
ELECTROPHOTOGRAPHIC CHARACTERISTICS OF 

Hg 12 : CdS BINDER LAYERS 

RAMESH CHANDRA AHUJA 

Thesis Submitted to the 

Indian Institute of Technology, Delhi 
for the Award of the Degree of 

DOCTOR OF PHILOSOPHY 

DEPARTMENT OF PHYSICS 
IN MAN INSTITUTE OF TECHNOLOGY, DELHI 

MAY, 1975 



CONTENTS 

1010IOWLEDGMEN TS 

PREFACE 

Pages 

vi 

I.  INTRODUCTION TO PHOTOELECTRETS AND RELLTED 
PHENOMENA 1 - 40 

II.  EXPERIMENTAL DETAILS 41 - 60 

III.  PHOTOCONDUCTIVITY STUDIES IN HgI2:CdS BINDER 
LAYERS 67 - 93 

IV.  PHOTODIELECTRIC EFFECT STUDIES IN HgI2:CdS 
BINDER LAYLRS 94 - 107 

V.  PHOTOELECTRET STATE STUDIES Iii HgI2 :CdS SYSTEM 
AND POLY 11 VINYL OARBAZOLE LAYERS ` 108 - 	132 

VI.  LLECTROPHOTOGRAPHIC STUDIES Ii HgI2:CdS SYSTEM 133 - 146 

VII.  SUMIARY AND CONCLUSIONS 147 - 153 



ACKNOWLEDGMENTS  

I am deeply indebted to Dr. P.K.O. Pillai for suggeoting 

the problem and for valuable guidance throughout the progress of 

this work. I an grateful,to him for inducing in me a spirit of 

optimism and enthusiasm, without which it would have been impos-

sible to overcome the seemingly insurmountable odds encountered 

during the research period. 

I offer may sincere thanks to Prof. C.L.Mehta Prof. 

K.L. Chopra, Prof. M.S. Sodha, Dr. R.G. Mendiratta and MT.D.C.Dube 

for their valuable suggestions and useful criticisms during the 

course of this investigation. I wish to place on record my 

sincere thanks to all my colleagues in the Electret and OPto-

Electronics group. I am also thankful to Prof. P.V. Indiresan, 

Head of the School of Radar Studies, for providing facilities 

for the dielectric studies. 

My thanks are also due to. Mr. N.S. Gupta for preparing 

the drawings and to Mr. M.P. Joseph for efficient typing of the 

thesis. 

The financial assistance given by the Council of 

Scientific and Indtatrial Research (India) is gratefully 

acknowledged. 

CAlcialig6601—. 

R.C. Ahuja 
New Delhi-29 
	

Physics Department 
May 	1975 
	

lIT Delhi) 



PREFACE 

The formation of electret'state in a dielectric is a 

process in which a state of persistent electric polarization 

is set up and then destroyed fairly slowly with time. The 

study of electrets has enjoyed widening interest among the 

scientific community because of the realization of many 

practical applications possible with the different types of 

electrets, viz. thermoelectrets,sphotoelectrets, magneto-

electrets, radioelectrets etc. The photoelectret state 

formation in high resistivity photoconductors, first identified 

by Nadhzakov in 1937, has evoked particular attention in this 

respect. 

The photoelectret state in a material ,is the consequence 

of trapping of photogenerated carriers in certain deep traps 

during photoconduction. The lifetime of the 'quasi permanent 

polarization' is primarily governed by the depth and nature of 

the trapping levels involved. Thus an analysis of the decay 

characteristics of the photoelectrets can give valuable infor-

mation about the trapping levels in a photoconductor. Also, 

since the rate of decay of the ,trapped carriers in dark and 

in the presanne of light could differ considerably, it is 

possible to obtain a charge pattern on the photoconductor. 

In addition to the basic scientific information that the 



photoelectret state studies could give about a photoconductor, 

it is also possible to use this information in the development 

of P.I.P. electrophotographic technique in practice. 

While the studies on single crystals provide fundament-

al insight into the basic processes involved, it is the thin 

films or binder layers which give sufficient promise for the 

commercial applications. Binder layers have many advantages 

over the thin film or single crystal when it comes to the 

large area (as required in electrophotography), mechanical 

strength and economy of production. The use of binder layers 

in Xerography was pioneered by workers at Battelle Memorial 

Institute. Extensive work has been done on binder..layers of 

selenium, zinc oxide, lead oxide, mercurio sulphide, zinc 

cadmium sulphide and cadmium sulphide. Mixed system's can be 

pre3ared either from powders of solid solutions of the two or 

more compounds, as in the-case of zinc cadmium sulphide system 

or by mixing of two compounds in the binder. In general, it 

may be said that binder layers allow an extra degree of freedom 

in tailoring the properties of materials to a particular 

application, and the challenge is to achieve the ultimate 

performance inherent in the material itself. 

This thesis is concerned with the persistent polarization 

land electrophotographic Oharacteristiog-Of binder layers 

consisting of extremely fine particles of photoconductive 
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powders of HgI2  and CdS bound together in an insulating wat2i::. 

The thesis is divided into seven' chapters. The introductory 

chapter gives a brief historical review and present state of 

the subject., A section is also devoted on the basic theory of 

the formation and depolarization of photoelectrete. 

In the, second chapter, the measurement techniques and 

the method of preparation of the samples are outlined. The 

specifications of the materials and instruments used in the 

experiments are also given in this chapter. 

The third chapter deals with the extensive investi-

gations carried out on the photoconductivity of the binder 

layers. These include the dependence of the response time, 

photocurrent, dark current and Iphoto /Idark on the voltage, 

intensity of illumination and temperature. The effect of the 

percentage composition of HgI2  and CdS in the binder layers 

and the percentage and nature of the binder material on the 

above parameters is also discussed. 

Studies on Ile photodielectric effect of the layers 

are given in Chapter IV. These studies were made to see the 

extent of trapping present in the photoconducting layers 

which is important for a clear understanding of the photo-

electret state-fortation. The dependence of the photodielcctric 

effect on the frequency, intensity of illumination, temperature 
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and their correlation to the results obtained from photo- 
- 

conductivity and photoelectret studies is found to give much 

valdable information. 

Chapter V deals with the photoelectret state formation 

in the binder layers. Results' on the dependence of photo 

electret chargé on the time of polarization, polarizing 

voltage intensity of illumination and temperature are presented 

in this chapter. These studies are of immediate relevance to 

the electrophotographic applications. A section on photoelectret 

properties of the organic photoconducting polymer-poly N-vinyl 

Oirbazole is-also included to compare the performance of 

different electrophotographic materials. 

In Chapter VI the possible use of the binder layers. 

in electrophotographic techniques is discussed. An analysis 

of'the decay and growth of photoconductivity, photoelectret 

charge and corona-sprayed surface charge and their relevance 

to electrophotography is also given. 

Chapter VII gives the summary and salient conclusions 

of'the whole work. 

The work presented in this thesis has also led to 

the following research papers: , 
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